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SECTION 1049 -- COLD-FINISHED BARS AND SHAFTING

1049.01 -- Description

Cold-finished bars and shafting shall conform to the requirements of ASTM A 108.

1049.02 -- Acceptance Requirements

Cold-finished bars and shafting shall be accepted based on a manufacturer's certified
test report indicating the material meets the requirements in ASTM A 108.

SECTION 1050 -- STEEL CASTINGS

1050.01 -- Description

Carbon steel castings shall conform to the requirements of ASTM A 27/A 27M,
Grade 70-36.

1050.02 -- Acceptance Requirements

Steel castings shall be accepted based on a manufacturer's certified test report
indicating the material meets the requirements in ASTM A 27/A 27M.


