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SECTION 1023 -- COLD-DRAWN STEEL WIRE FOR CONCRETE REINFORCEMENT

1023.01 -- Description

Cold-drawn steel wire for concrete reinforcement shall conform to the requirements of
AASHTO M 32.

1023.02 -- Acceptance Requirements

Acceptance shall be based on sampling and testing requirements in accordance with
the NDR Materials Sampling Guide.

SECTION 1024 -- WELDED STEEL WIRE FABRIC FOR CONCRETE REINFORCEMENT

1024.01 -- Description

1. Steel welded wire fabric, plain, for concrete reinforcement shall conform to the
requirements of AASHTO M 55/M 55M.

2. Steel welded wire fabric, deformed, shall conform to the requirements in
AASHTO M 221/M 221M.

1024.02 -- Acceptance Requirements

Acceptance shall be based on sampling and testing requirements in accordance with
the NDR Materials Sampling Guide.


