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SECTION 1053 -- SHEET ZINC

1053.01 -- Description

Sheet zinc shall conform to the requirements of ASTM B 69, Type II.  Zinc sheet shall
be at least 0.70 mm thick.

1053.02 -- Acceptance Requirements

Sheet zinc will be accepted based on the requirements of this Section and a
manufacturer's certificate of compliance indicating compliance with the requirements in this
Section.

SECTION 1054 -- SHEET ALUMINUM

1054.01 -- Description

Sheet aluminum shall conform to the requirements of ASTM B 209M, alloy 5052-H38.
Aluminum sheet shall be at least 0.75 mm thick.

1054.02 -- Acceptance Requirements

Sheet aluminum will be accepted based on the requirements of this Section and a
manufacturer's certificate of compliance indicating compliance with the requirements in this
Section.


