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SECTION 311 -- FURNISH ROCK OR GRAVEL

311.01 -- Description

This work shall consist of furnishing and delivering the rock and/or gravel.  The point of
delivery is shown in the plans or will be indicated by the Engineer.

311.02 -- Material Requirements

1. Crushed rock and gravel shall conform to the requirements of Subsection 1033.02,
Paragraphs 1., 2., and 8.

2. Gravel shall conform to the requirements in Table 1033.07.

3. Crushed rock shall conform to the requirements in Table 1033.08.

311.03 -- Construction Methods

The Contractor shall deliver the rock and/or gravel to the locations shown in the plans.

311.04 -- Method of Measurement

1. Rock and gravel surfacing material shall be measured by mass or volume.

2. Volume measurements will be taken by load count or truck volume measurements
at the point where the material is delivered.  Unmeasured loads that are to be counted must be
filled to a predetermined volume mark on the truck bed.

3. The mass shall be determined on approved scales.

311.05 -- Basis of Payment

1. Pay Item Pay Unit

Furnish Gravel Cubic Meter (m³)
Furnish Gravel Megagram (Mg)
Furnish Crushed Rock Cubic Meter (m³)
Furnish Crushed Rock Megagram (Mg)

2. Payment is full compensation for all work prescribed in this Section.


